Lithium Battery UN38.3 Test Summary
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Lithium cell or battery test summary in accordance with sub-section 38.3 of Manual

of Tests and Criteria

Product Name

7= AR

Li-Polymer Battery
ISV

Sample Model

LP103450
Hmils

Basic parameter

HEAZH

Product Type

3.7V, 2000mAh
FEmRE

Rated Energy
BUEREE

Lithium Content

7.4Wh
BER

Sample Mass

HRER

Sample Physical
description

HRMEES

35.2¢g

Client
TH

SHENZHEN PKNERGY ENERGY CO., LTD
ERYNTI A A HTREVRAT PR A 7]

Client Address
R HuhE

2nd Floor, 4th Building, Meitai Technology Park, No.1231, Guanguang Road,
Osmanthus Community, Guanlan Town, Longhua New Area, Shenzhen
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Manufacturer

&R

SHENZHEN PKNERGY ENERGY CO., LTD
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Manufacturer
Address

i1l e

2nd Floor, 4th Building, Meitai Technology Park, No.1231, Guanguang Road,
Osmanthus Community, Guanlan Town, Longhua New Area, Shenzhen
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Factory

I

SHENZHEN PKNERGY ENERGY CO., LTD
ERINTH A8 S 7 eI A PR A 7]

Factory
Address
T ik

2nd Floor, 4th Building, Meitai Technology Park, No.1231, Guanguang Road,
Osmanthus Community, Guanlan Town, Longhua New Area, Shenzhen
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Manufacturer’s
contact
information

HIER B AR A5 B

Phone number

‘ +86-13727580105
H1E S

Email address

A 3004814533@qq.com

Website
hk

Report No. #7545 : NCT20012532XB1-4

Hotline: 400-886-8419

Fax: 86-755-27790922 http://www.nct-testing.cn

Single cell lithium ion battery

FHLAH

Silver, Prismatic, Solid
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Lithium Battery UN38.3 Test Summary

UN38.3 Test Report
No.
UN38.3 MR &S

Test Date

NCT18051394B1-1 .
TR 18]

Dec. 17, 2018 - Jan. 05, 2019

Test No. JA%S

Test item JRTAH

Conclusion &

Altitude simulation 7= J& #5311 Pass &#%

Thermal test I X5 Pass &%

Vibration #z3) Pass &

Shock

Pass &#

T5

External short circuit M %5 2% Pass &#

T6

Impact/Crush # i/45 & Pass &%

T7

Overcharge T ¥ 76 Hi Pass &%

T8

Forced discharge 5 fill il Pass &%

Test Reference

UNITED NATIONS “Recommendations on the Transport of Dangerous Goods,
Manual of Tests and Criteria” (ST/SG/AC.10/11/Rev.6 Section 38.3)
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Assembled Battery
Description

3N R

Test Laboratory

WAL =

Shenzhen NCT Testing Technology Co., Ltd.
IR TR A A B2 Al

Test Lab’s Address
PRSI = bk

1/F, No. B Building, Mianshang Younger Pioneer Park, Hangcheng Road,
Gushu Xixiang Street, Baoan District, Shenzhen, Guangdong, China
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Test Lab’s Phone
WAL = TR

+86-755-27790922

Test Lab’s Email

ALY = HRAE

sales@nct-testing.com

Test Lab’s Website

http://www.nct-testing.cn

Tested by
FHRA

Test Engineer

WA TR

Vide Fon.

Inspected by
A

Technical Manager

BAREHE

Hol Wc»g

Approved by
AN

General Manager
JSEadii

Bil%(/fu
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